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JIANGXI CHENHANG LAMPHOLDER CO., LTD.
TASHAN INDUSTRY AREA, LEPING CITY, JIANGXI PROVINCE, CHINA

The following sample(s) was/were submitted and identified by/on behalf of the client as:

Sample Name : BRASS NICKEL PLATED LAMPHOLDER

SGS Ref No. : 11666464-1

Main Substance : BRASS/GLASS

Sample Receiving Date : Mar.12, 2009

Testing Period : Mar.12 -17, 2009

Test Requested : In accordance with the RoHS Directive 2002/95/EC, and its amendment directives
Test Method : (1) With reference to IEC 62321:2008 for Cadmium content.

Analysis was performed by ICP and AAS.
(2) With reference to IEC 62321:2008 for Lead content.
Analysis was performed by ICP and AAS.
(3) With reference to IEC 62321:2008 for Mercury content.
Analysis was performed by ICP.
(4) With reference to IEC 62321:2008 for Hexavalent Chromium by spot test /
Colorimetric Method.

Test Results : Please refer to next pages

Signed for and on behalf of
SGS-CSTC Chemical Laboratory

wafj Hao

Sandy Hao
Lab Manager
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Test results by chemical method (Unit: mg/kg)
Method RoHS
Test Item(s): (refer to) 1 2 MDL Limit
Cadmium(Cd) (1) 2 ND 2 100
Lead (Pb) 2) 62 14 2 1000
Mercury (Hg) (8) ND ND 2 1000
Hexavalent Chromium (CrVI) 4) 27 2 1000
Helxlavalent Chromlqm (CrVI) by Spot test / (4) Negative 4 i
boiling water extraction

Test Part Description:

1. Black glass
2. Silvery metal

Note:

mg/kg = ppm

ND = Not Detected

MDL = Method Detection Limit

# = Spot-test:
Negative = Absence of CrVI coating, Positive = Presence of CrVI coating;
(The tested sample should be further verified by boiling-water-extraction method if the spot
test result is Negative or cannot be confirmed.)
Boiling-water-extraction:
Negative = Absence of CrVI coating
Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction
solution is equal or greater than 0.02 mg/kg with 50 cm? sample surface area.
For corrosion protection coatings on metals: Information on storage conditions and production
date of the tested sample is unavailable and thus results of Cr(VI) represent status of the
sample at the time of testing

##=The exemption of DecaBDE in polymeric application according 2005/717/EC was overruled
by the European Court of Justice by its decision of 01.04.2008. Subsequently DecaBDE is
included in the sum of PBDE after 01.07.2008.

“” = Not Regulated

“---" = Not Conducted

The maximum permissible limit is quoted from the document 2005/618/EC amending RoHS

directive 2002/95/EC
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ATTACHMENTS
1) Name of the person who made measurement: Jeff Zhang/Chaven Lian/Frank Fang
2) Name of the person in charge of measurement: Terry Wang

Sample Preparation

v

Sample Measurement

6+
Pb/Cd/Hg Cr
y A
Acid digestion with v ]
microwave/ hotplate Nonmetallic Metallic
¢ material material
Filtration ¢ Positive
[ Adding extraction
¢ ¢ solution
. Negative
Solution Residue ¢
¢ Heating to 90~95°C Boiling water
for extraction extraction
1) Alkali Fusion ¢ ¢
/ Dry Ashing
2) Acid to Filtration and pH Adding 1,5-
dissolve adjustment diphenylcarbazide for
¢ color development
y
ICP-AES/AAS Adding 1,5- ¢
¢ diphenylcarbazide A red color indicates
for color the presence of Cr**
DATA development If necessary, confirm
v with UV-Vis.
UV-Vis y ¢
¢ DATA
DATA

This documentis issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at htip://www.sgs.com/terms_and_conditions.
htrn. Attentign

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon
reflecty M GORRANTS findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this
doc 0, grate parties to a transaction from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or
fa! &4 Wyor appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Urflés e in thi

| 3rd Building,No.889, Yishan Road,Shanghai,China 200233  tE&E:(86-21) 61402553 fEAE:(86-21) 64953679 WWW.CN.sgs.com

oy |E - - F 68953 H _ BB%E:200233  HL(B6-21)61402504  HL(86-21)54500353 e sgs.china@sgs.com

Member of the SGS Group (SGS SA)



Test Report No. SH9039333/CHEM Date: Mar. 17, 2009 Page 4 of 5

Sample photo:
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SGS authenticate the photo on original report only

*** End of Report ***
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